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Lab# 2031 Sample of:Alloy
PO#
SAMPLE NAME

LunchBots Eco Top (green) Analyes of all eight samples show that they are manufactured
LunchBots Eco Bottom from 300 Series Stainless Steel*

LunchBots Duo Top (Orange)
LunchBots Duo Bottom

LunchBots Uno Top (Blue)
LunchBots Uno Bottom No Lead or Cadmium was detected in any sample**

LunchBots Pico Top (yellow)
LunchBots Pico Bottom

* All samples were tested using an Oxford Instruments ED2000 X-Ray Florescence Spectrometer
using a "US Bureu of Standards" 300 Series Stainless Steel.

**| ead & Cadmium dtection levels are less than 0.000001% or the equivalent of less than 0.1
Parts per Million
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